
 

Sigma → calcite of Sigma-Aldrich, Catalog No. 239216 

 

Fisher → calcite of Fisher Scientific, precipitated chalk, Catalog No. C63 

 

Micropills → monodisperse micropills of vaterite synthesized by A. C. Tas according to 

US Patent No. 8,470,280   June 25, 2013 

or 

A. C. Tas, Int. J. Appl. Ceram. Technol., 6[1]  53-59 (2009)  
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